
Material : Ag

Property : Cp [J/Kg K]

References
Cryocomp version 3.0
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Correlation error :  0.5434 [%]
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Material : Ag

Property : k [W/m K]

References
Cryocomp version 3.0

D.R.Smith, F.R.Fickett, Low Temperature Properties of Silver, J. Res. NIST, 100, 119, 1995
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Correlation error :  9.8684 [%]
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Material : Ag

Property : rho [Ohm m]

References
Cryocomp version 3.0

D.R.Smith, F.R.Fickett, Low Temperature Properties of Silver, J. Res. NIST, 100, 119, 1995
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Correlation error : 11.1467 [%]

1 10 102 103

T [K]

1
0
-
1
2

1
0
-
1
1

1
0
-
1
0

1
0
-
9

1
0
-
8

1
0
-
7

r
h
o
 
[
O
h
m
 
m
]


