
Material : Al-6063

Property : Cp [J/Kg K]

References
CryoComp v3.0

V.J. Johnson, Properties of Materials at Low Temperatures (Phase 1) Pergamon Press, 1961
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Correlation error :  0.2234 [%]
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Material : Al-6063

Property : k [W/m K]

References
P.Reed & A.F.Clark, Materials at low Temperature, ASM, 1983
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Correlation error :  1.7839 [%]
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Material : Al-6063

Property : rho [Ohm/m]

References
P.Reed & A.F.Clark, Materials at low Temperature, ASM, 1983
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Correlation error :  0.9213 [%]
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