
Material : Al

Property : Cp [J/Kg K]
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Correlation error :  0.4443 [%]
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Material : Al

Property : k [W/m K]

References
J.G. Hust, A.B. Lankford, Thermal Conductivity of Aluminium, Copper, Iron and Tungsten for Temperatures from 1 K to the Melting Point, NBSIR 84-3007, 1984
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Correlation error :  2.3958 [%]
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Material : Al

Property : rho [Ohm m]

References
Desai et al., J.Phys Chem Ref. Data, 13(4), 1131, 1984

0.00 0.20 0.40 0.60 0.80 1.00 1.20
*E-07

Measured rho [Ohm m]

0
.
0
0

0
.
2
0

0
.
4
0

0
.
6
0

0
.
8
0

1
.
0
0

1
.
2
0

*
E
-
0
7

C
o
m
p
u
t
e
d
 
r
h
o
 
[
O
h
m
 
m
]

Correlation error : 14.9394 [%]
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