
Material : Cu-05Mn

Property : Cp [J/Kg K]

References
D. Richter, CERN, Private Communication, 2008
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Correlation error :  4.3253 [%]
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Material : Cu-05Mn

Property : k [W/m K]

References
R.L. Powell, W.A. Blanpied, Thermal Conductivity of Metals and Alloys at Low Temperatures, NBS Circular 556, 1954

Y.S. Toulokian, R.W. Powell, C.Y. Ho, P.G. Klemens, Thermal Conductyivity Metallic Elements and Alloys, Plenum, 1970
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Correlation error :  9.4065 [%]
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Material : Cu-05Mn

Property : rho [Ohm m]

References
D. Richter, CERN, Private Communication, 2008
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Correlation error : 34.2911 [%]
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