
Material : Cu-12Mn

Property : Cp [J/Kg K]

References
P. Duthil, Materials properties at low temperature, CERN Accelerator School, Erice, 2013

0 100 200 300 400
Measured Cp [J/Kg K]

0
1
0
0

2
0
0

3
0
0

4
0
0

C
o
m
p
u
t
e
d
 
C
p
 
[
J
/
K
g
 
K
]

Correlation error : 13.9577 [%]
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Material : Cu-12Mn

Property : k [W/m K]

References
P. Duthil, Materials properties at low temperature, CERN Accelerator School, Erice, 2013

R.L. Powell, C.Y. Ho, P.E. Liley, Thermal Conductivity of Selected Materials, NSRDS-NBS 8, 1966
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Correlation error :  8.8029 [%]
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Material : Cu-12Mn

Property : rho [Ohm m]

References
Lake Shore Manganin wire data sheet, 2020
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Correlation error : 27.8280 [%]
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