
Material : Cu-30Ni

Property : Cp [J/Kg K]

References
V.J. Johnson, Properties of materials at low temperatures (phase 1), Pergamon Press, 1961
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Correlation error : 37.0302 [%]
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Material : Cu-30Ni

Property : k [W/m K]

References
V.J. Johnson, Properties of materials at low temperatures (phase 1), Pergamon Press, 1961
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Correlation error : 25.7360 [%]

1 10 102 103

T [K]

1
0
-
1

1
1
0

1
0
2

1
0
3

k
 
[
W
/
m
 
K
]



Material : Cu-30Ni

Property : rho [Ohm m]

References
V.J. Johnson, Properties of materials at low temperatures (phase 1), Pergamon Press, 1961
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Correlation error :  1.3889 [%]
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