
Material : Epoxy

Property : Cp [J/Kg K]
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Correlation error : 18.6394 [%]
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Material : Epoxy

Property : k [W/m K]

References
Cryocomp version 3.0

G. Hartwig, Low Temperature Properties of Resins and their Correlations, Adv. Cryo. Eng., 22, 283, 1976
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Correlation error : 10.1946 [%]
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