
Material : Incoloy-908

Property : Cp [J/Kg K]

References
L.S.Toma, M.M.Steeves, R.P.Reed, Incoloy Alloy 908 Data Handbook, PFC/RR-94-2, 1994
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Correlation error :  0.8110 [%]
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Material : Incoloy-908

Property : k [W/m K]

References
L.S.Toma, M.M.Steeves, R.P.Reed, Incoloy Alloy 908 Data Handbook, PFC/RR-94-2, 1994
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Correlation error :  1.9599 [%]
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Material : Incoloy-908

Property : rho [Ohm/m]

References
http://nickel-wire-mesh.en.hisupplier.com/product-1055779-Incoloy-907-908-909-Wire-Mesh-Screen.html

http://specialmetals.ir/images/technical_info/Fer-base/Incoloy-alloy-908.pdf
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Correlation error :  2.8167 [%]
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