
Material : Ti

Property : Cp [J/Kg K]

References
Cryocomp version 3.0
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Correlation error :  1.7681 [%]
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Material : Ti

Property : k [W/m K]

References
Cryocomp version 3.0
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Correlation error :  1.0575 [%]
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Material : Ti

Property : rho [Ohm m]

References
John T. Milck, ELECTRICAL RESISTIVITY DATA AND BIBLIOGRAPHY ON TITANIUM AND TITANIUM ALLOYS, Air Force Materials Laboratory, March 1970
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Correlation error : 20.9506 [%]
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